
Boring ID Depth LL PL PI %Fines %Silt %Clay

GRAIN SIZE DISTRIBUTION
ASTM D7928

Classification

B-02 2 88.3

B-02 4 LEAN CLAY (CL) 24 15 9 88.3

B-02 6 90.1

B-02 8 87.5

 PROJECT: EQuIS Geotech Demo  PROJECT NUMBER: EQUISGEOTECH

 SITE: 123 Discovery Road  CLIENT: EarthSoft

           Seattle, WA 125 S. Alcaniz St. Pensacola FL                  Bellevue, Wa

GRAVEL

coarse fine

SAND

coarse medium fine
SILT OR CLAY
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